US 8,203,023 B2
Page 2

U.S. PATENT DOCUMENTS

6,680,044 Bl 1/2004 Tonkovich et al.
6,750,258 B2 6/2004 Wang et al.
6,890,493 Bl 5/2005 Bergh et al.
7,045,486 B2 5/2006 Wang et al.
2002/0182735 Al* 12/2002 Kibbyetal. .....ccccceeneee. 436/37

1/2003 Harkins et al. ................ 422/190
12/2004 Bowe et al.

2003/0012711 Al*
2004/0258587 Al

OTHER PUBLICATIONS

Everson et al., “Fischer-Tropsch Reaction Studies with Supported
Ruthenium Catalysts I. Product Distributions at Moderate Pressures
and Catalyst Deactiviation,” J. Catal. 53, 186-197 (1978).

Khodakov et al., “Pore Size Effect in Fischer-Tropsch Synthesis over
Coblat-Supported Mesoporous Silicas,” J. Catal. 206, 230-241
(2002).

Girardon et al., “Effect of coalt precursor and pretreatment conditions
on the structure and catalytic performance of cobalt silica-suported
Fischer-Tropsch catalysts,” J. Catal. 230 (2005) 339-352.

Iglesia et al., “Fischer-Tropsch Synthesis on Cabalt Catalysts: Struc-
tural Requirements and Reaction Pathways,” Studies in Surface Sci-
ence and Catalysis, vol. 107, in Natural Gas Conversion IV (1997).
Almeida et al., “Fischer-Tropsch Catalyst Deposition on Metallic
Structured Supports,” pp. 79-84, in Natural Gas Conversion VIII
(2007).

* cited by examiner



